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Test Report of Chemical Analysis of Paint

Information Supplied by Client

Client
Client’s address

Project

Sample description
Sample identification
Test required

Laboratory Information
Lab. sample ID.

Date of receipt of sample
Date test commenced
Date test completed

Test method used

Hong Kong Niceview International Ltd.

Flat H, 21/F, Golden Dragon Ind. CTR., Block Ill, 172-180 Tai
Lin pak Road, Kwai Chung, N.T.

HKGCB Green Building Product Labelling Scheme
Niceview Exterior Paint
Niceview Exterior Paint

Determination of phthalates in the product by GC/MSD
- Benzyl butyl phthalate (BBP)

- Dibutyl phthalate (DBP)

- Di-(2-ethylhexyl) phthalate (DEHP)

- Diisononyl phthalate (DINP)

- Di-n-octyl phthalate (DNOP)

- Diisodecyl phthalate (DIDP)

EN180628/1

10/03/2018

16/04/2018

19/04/2018

In-housed method based on method CPSC-CH-C1001-09.3

Result:
Analytes Concentration, % (w/w)
Benzyl butyl phthalate (BBP) <01
Dibutyl phthalate (DBP) <0.1
Bis-(2-ethylhexyl) phthalate (DEHP) <0.1
Di-n-octyl phthalate (DINP) <0.1
Diisononyl phthalate (DNOP) <01
Diisodecyl phthalate (DIDP) <01

Tested by : M.L.Yung, H.Y. Li Certified by :

Apptoved Signatory: HO Kin Man, John
Manager — Chemistry Department

Date : YZQV‘%\?{
** End of Report **

Note : This report refers only fo the sample(s) tested. 1

This report shall not be reproduced except in full with prior written approval from the Company.
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